ULR -TC-617622000013655F TEST REPORT
Report No. : CH:TX:1342013673 DATE : 23/03/2022

CEPHAS MEDICAL PRIVATE LIMITED
PLOT NO-B13, MEPZ SEZ

Tamil Nadu, Chennai-600045

IN

CONTACT PERSON : BISWANATH

THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS :
PRODUCT DESCRIPTION GLOVES
13 INCH NITRILE FLOCKLINED GLOVES

COLOUR GREEN WITH BLACK PRINT
COUNTRY OF DESTINATION INDIA
COUNTRY OF ORIGIN INDIA
SAMPLE RECD ON 18-Mar-2022 TESTING PERIOD : 18/03/2022 - 23/03/2022
TESTS PASS FAIL REMARKS
| LEAD IN ACCESSIBLE SUBSTRATE MATERIAL o o ]
L X ]
| TOTAL CADMIUM CONTENT L [ S
L X S
PHTHALATES / CA Prop 65 | | |
[ X A
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RESULTS REQ
COMPONENT LIST /LIST OF MATERIALS

SAMPLE NO.| MATERIAL NO. | COMPONENT MATERIAL COLOR FIBER TYPE* REMARK
1 1 GLOVES -- GREEN WITH --
BLACK PRINT
JOE No. : 2242806146 Page 3 of 5 Control No.:1342513916

This document is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at
http://www.sgs.com/terms_and_conditions.htm and Terms and Conditions for electronic documents www.sgs.com/terms_e-document.htm. Attention is drawn to the limitation of
liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's findings at the
time of its intervention only and within the limits of Client's instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this
document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only. This document cannot be
reproduced except in full, without prior approval of the Company.

SGS India Pvt. Ltd. | Connectivity and Products Testing Laboratory, 28 B/1 (SP),28 B/2 (SP),Second Main Road, Ambattur Industrial Estate ,Ambattur,Chennai-600 058.
Phone:91-44-66081600, Fax:91-44-66081700

Member of the SGS Group (SGS SA)



TC-6176

ULR -TC-617622000013655F TEST REPORT
Report No. : CH:TX:1342013673 DATE : 23/03/2022
U R LSOO
RESULTS REQ

LEAD IN ACCESSIBLE SUBSTRATE MATERIAL
With reference to CPSC Test Method:CPSC-CH-E1002-08.3:2012 Standard Operation Procedure for Determining Total
Lead (Pb) in Non-Metal Product.

|
Lead (Pb) ND

Note : ND - Not Detected ; Reporting limit : 20 ppm ; Req. : 100 ppm

TOTAL CADMIUM CONTENT
With reference to CPSC-CH-E1001-08.3:2012/Analysis using AAS/ ICP-MS

1
CONTENT ND

Note : ND - Not Detected ; Reporting limit : 20 ppm ; Req. : 300 ppm

PHTHALATES / CA Prop 65

With reference to CPSC-CH-C1001-09.4: 2018/ Analysis was performed by Gas Chromatography / Mass Spectrometry
1

Di-n-Butyl Phthalate (DBP) ND

Butyl Benzyl Phthalate (BBP) ND

Di Ethyl Hexyl Phthalate (DEHP) ND

Diiso Nonyl Phthalate (DINP) ND

Diiso Decyl Phthalate (DIDP) ND

Di n Hexyl Phthalate (DnHP) ND

Note : ND - Not Detected ; Reporting limit : 50 ppm ; Req. : 1000 ppm

Remark: The reference limit applied in testing is based on particular prop 65 settlements that are most similar to the tested
product in the opinion of the lab. The testing in this report does not reflect a user's actual exposure to the tested chemical.

A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, and may choose to
comply with Proposition 65 by clearly informing the consumer of potential exposure.

*kkkk End Of Page*****
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***** End of Report ****
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